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APPLICANT: TOP-VIEW COILS PRODUCTS CO., LTD DATE: Oct 16, 2008 
 FLAT C, 21/ FLOOR GLEE INDUSTRIAL 

BUILDING, 77-81 CHAI WAN KOK 
STREET, TSUEN WAN, N.T.H.K 
  

 

 ATTN: LI WEN JUN 
  

 

 
SAMPLE DESCRIPTION: 

TWO (2) SUBMITTED SAMPLES SAID TO BE:  
(1) CERAMIC WITH COATINGS (GREEN, GREY, GOLD COLOR, SILVER COLOR, BLUE) 

& SILVER COLOR METAL LEAD (INDUCTORS COILS). 
(2) CERAMIC WITH COATINGS (GREEN, GOLD COLOR, SILVER COLOR, ORANGE) & 

SILVER COLOR METAL LEAD (INDUCTORS COILS). 

 
 *********************************************************************** 
 
TESTS CONDUCTED: 
 AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S) 
 *********************************************************************** 
 
CONCLUSION: 

TESTED SAMPLE STANDARD RESULT 
SUBMITTED SAMPLES EUROPEAN COMMISSION DIRECTIVE 

2005/84/EC REQUIREMENTS ON 
PHTHALATE. 

PASS 

********************************************************************** 
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1 PHTHALATE CONTENT TEST 
 
  WITH REFERENCE TO EN14372, BY GAS CHROMATOGRAPHIC-MASS 

SPECTROMETRIC (GC-MS) ANALYSIS. 
 

 RESULT (%, w/w) 
 (1/2) 
DIBUTYL PHTHALATE (DBP) <0.01 
DIETHYL HEXYL PHTHALATE (DEHP) <0.01 
BENZYL BUTYL PHTHALATE (BBP) <0.01 
  
SUM OF THREE PHTHALATES <0.01 
  
LIMIT (MAX.) 0.1% (w/w) 

 
 RESULT (%, w/w) 
 (1/2) 
DI-ISO-NONYL PHTHALATE (DINP) <0.01 
DI-N-OCTYL PHTHALATE (DNOP) <0.01 
DI-ISO-DECYL PHTHALATE (DIDP) <0.01 
  
SUM OF THREE PHTHALATES <0.01 

  
LIMIT (MAX.) 0.1% (w/w) 

  
  REMARK : THE ABOVE LIMIT WAS QUOTED ACCORDING TO THE EEC 

DIRECTIVE 2005/84/EC ON 14 DECEMBER 2005 RELATING TO 
RESTRICTIONS ON PHTHALATES IN TOYS AND CHILDREN 
ARTICLES. 

 
    DETECTION LIMIT = 0.01% (w/w) 
    < = LESS THAN 

   
  DATE SAMPLE RECEIVED : OCT 09, 2008  
  TESTING PERIOD : OCT 09, 2008 TO OCT 14, 2008 

**********************************************************************
END OF REPORT

 
  

 
 


